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Effects of alkaline or liquid-ammonia treatment
on crystalline cellulose: changes in crystalline
structure and effects on enzymatic digestibility
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Abstract

Background: In converting biomass to bioethanol, pretreatment is a key step intended to render cellulose more
amenable and accessible to cellulase enzymes and thus increase glucose yields. In this study, four cellulose
samples with different degrees of polymerization and crystallinity indexes were subjected to aqueous sodium
hydroxide and anhydrous liquid ammonia treatments. The effects of the treatments on cellulose crystalline
structure were studied, in addition to the effects on the digestibility of the celluloses by a cellulase complex.

Results: From X-ray diffractograms and nuclear magnetic resonance spectra, it was revealed that treatment with
liquid ammonia produced the cellulose IIII allomorph; however, crystallinity depended on treatment conditions.
Treatment at a low temperature (25°C) resulted in a less crystalline product, whereas treatment at elevated
temperatures (130°C or 140°C) gave a more crystalline product. Treatment of cellulose I with aqueous sodium
hydroxide (16.5 percent by weight) resulted in formation of cellulose II, but also produced a much less crystalline
cellulose. The relative digestibilities of the different cellulose allomorphs were tested by exposing the treated and
untreated cellulose samples to a commercial enzyme mixture (Genencor-Danisco; GC 220). The digestibility results
showed that the starting cellulose I samples were the least digestible (except for corn stover cellulose, which had a
high amorphous content). Treatment with sodium hydroxide produced the most digestible cellulose, followed by
treatment with liquid ammonia at a low temperature. Factor analysis indicated that initial rates of digestion (up to
24 hours) were most strongly correlated with amorphous content. Correlation of allomorph type with digestibility
was weak, but was strongest with cellulose conversion at later times. The cellulose IIII samples produced at higher
temperatures had comparable crystallinities to the initial cellulose I samples, but achieved higher levels of cellulose
conversion, at longer digestion times.

Conclusions: Earlier studies have focused on determining which cellulose allomorph is the most digestible. In this
study we have found that the chemical treatments to produce different allomorphs also changed the crystallinity
of the cellulose, and this had a significant effect on the digestibility of the substrate. When determining the relative
digestibilities of different cellulose allomorphs it is essential to also consider the relative crystallinities of the
celluloses being tested.

Background
Cellulose is the main constituent of biomass, forming
approximately 40% to 45% of the dry substance in most
lignocellulosic materials and, with an estimated annual
production of 1011 to 1012 tons, it is the world’s most
abundant biological material [1-3]. Cellulose is a linear,

unbranched homopolysaccharide composed of b-D-glu-
copyranose units which are linked together by b-1,4-gly-
cosidic bonds to form a crystalline material. The
cellulose degree of polymerization (DP) ranges from 500
to 15,000. The basic building unit of the cellulose skele-
ton is an elementary fibril, which is formed from insolu-
ble microfibrils. The microfibrils are oriented along the
longitudinal axis of the fibrils and are considered to be a
bundle of 36 parallel cellodextrin chains which are held
together by intermolecular (interchain and intrachain)
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hydrogen bonds [4,5]. Cellulose contains crystalline and
amorphous regions, and crystallinity, a measure of the
weight fraction of the crystalline regions [6], is one of
the most important measurable properties of cellulose
that influences its enzymatic digestibility [7-9]. Many
studies have shown that completely disordered or amor-
phous cellulose is hydrolyzed at a much faster rate than
partially crystalline cellulose [7-9], which supports the
idea that the initial degree of crystallinity is important
in determining the enzymatic digestibility of a cellulose
sample.
Four different crystalline allomorphs of cellulose (cel-

lulose I, II, III and IV) have been identified by their
characteristic X-ray diffraction patterns and solid-state
13C nuclear magnetic resonance (NMR) spectra. Cellu-
lose I is the most abundant form found in nature. It is
known that the crystalline structure of cellulose I is a
mixture of two distinct crystalline forms, cellulose Ia
(triclinic) and cellulose Ib (monoclinic) [10]. Cellulose Ia
is the predominant form found in bacteria and algae,
whereas the cellulose in higher plants is mostly Ib. Cel-
lulose II can be prepared by two distinct routes, mercer-
ization (alkali treatment) and regeneration
(solubilization and subsequent recrystallization). Cellu-
lose IIII and IIIII can be formed from cellulose I and II,
respectively, by treatment with liquid ammonia; the
reaction is, however, reversible [11]. Cellulose IVI and
IVII can be obtained by heating cellulose IIII and IIIII,
respectively [12]. A thorough review of cellulose crystal-
line allomorphs can be found elsewhere [13-15].
In the conversion of biomass to bioethanol, pretreat-

ment of biomass is a key step intended to render cellu-
lose more amenable and accessible to cellulase enzymes,
thereby increasing glucose yields. Due to its rigid struc-
ture and crystallinity, cellulose provides the basic frame-
work for plant fibers and is resistant to enzymatic
hydrolysis. The enzymatic hydrolysis of cellulose is a
slow process and the extent of hydrolysis is influenced
by the structural properties of the biomass substrate,
such as cellulose crystallinity, surface area, degree of
polymerization and porosity [8,16]. In order to increase
the efficiency and efficacy of the enzymatic hydrolysis
process, it is necessary to perform a chemical pretreat-
ment of the biomass to modify its composite structure,
thereby allowing better access to cellulose by cellulase
enzymes. Some chemical treatments, such as with liquid
ammonia and aqueous sodium hydroxide (NaOH), are
known to alter the crystalline structure of cellulose,
resulting in the formation of different allomorphs that
have different unit cell dimensions, chain packing
schemes and hydrogen bonding relationships [17-20].
Liquid ammonia treatment of cellulose has been stu-

died for many years [21-23]. Ammonia is believed to
swell cellulose and penetrate its crystal lattice to yield a

cellulose-ammonia complex [21,24]. According to Lewin
and Roldan [25], during liquid ammonia treatment the
ammonia molecules penetrate cellulose and react with
the hydroxyl groups after breaking the hydrogen bonds.
The interaction between cellulose and liquid ammonia
[21] or primary amines [26] causes changes in interpla-
nar distances of the 101 planes, resulting in a unit cell
with increased volume from 671 cubic Å for native cel-
lulose I to 801 cubic Å for the cellulose-ammonia com-
plex. As the ammonia is allowed to evaporate, the
volume of a unit cell of dried ammonia-treated cellulose
decreases to 702 cubic Å [25]. The volume of the unit
cell of cellulose IIII thus formed is less than that of the
cellulose-ammonia complex, but is slightly larger than
that of native cellulose I. It has been postulated, there-
fore, that cellulose IIII should have enhanced cellulase
accessibility and chemical reactivity [18]. The degree of
conversion of cellulose I to cellulose IIII depends on
various operational parameters [27], such as the reaction
period and the temperature used in the final stage of
the treatment [25].
Recently, Igarashi et al. [28] reported that supercritical

ammonia treatment of crystalline cellulose I produced
an activated form of cellulose that exhibited enhanced
hydrolysis by cellobiohydrolase I (Cel7A), producing cel-
lobiose at rates more than five times higher than from
cellulose I. These authors concluded that supercritical
ammonia treatment activated crystalline cellulose for
hydrolysis by Cel7A; however, this study was only per-
formed on the algal cellulose from Cladophora, which
consists predominately of the Ia allomorph.
Another chemical treatment that has been used exten-

sively to alter the molecular and supramolecular cellu-
lose structure is treatment with 8% to 25% aqueous
NaOH solution [1,29]. The treatment of cotton linters
(cellulose I) with 12% to 18% NaOH solution has been
reported to convert cellulose I to cellulose II with
decreased crystallinity [29,30].
The aqueous NaOH and anhydrous liquid ammonia

treatments alter the crystalline structure of cellulose,
resulting in the formation of different allomorphs, in
other words, cellulose II and cellulose IIII, respectively.
However, besides producing the different allomorphs of
cellulose, these chemical treatments can also alter other
physical properties of cellulose, such as the degree of
crystallinity, a property considered to play a major role
in the enzymatic digestibility of cellulose [8].
The purpose of this study was to investigate the

changes in cellulose crystal structure caused by treat-
ment of different cellulose samples with aqueous NaOH
or anhydrous liquid ammonia. Cellulose allomorphs
were prepared from four cellulose samples with differing
physical properties. The treated celluloses were charac-
terized in detail and the impact of changes in their
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properties was correlated with the enzymatic digestibil-
ities of the samples.

Results
Liquid ammonia treatments
Figure 1 shows the X-ray diffractograms for Avicel PH
101 treated with liquid ammonia at different tempera-
tures and hold times. The change from cellulose I to
cellulose IIII can be observed by following the position
of the 002 peak, which shifts from a 2θ value of 23 to
21 as cellulose I is converted to cellulose IIII. The dif-
fractograms in Figure 1 show that under all conditions
cellulose I was completely converted to cellulose IIII,
however the treatments also affected the crystallinity of
the cellulose IIII product. It is well known that, in X-ray
diffractograms, amorphous solids with small particle size
and lattice distortion show broad maxima, whereas crys-
talline solids have sharper peaks indicating larger crys-
tallites [31-33]. From (a) to (d), the effect of removing
ammonia at higher temperatures can be clearly
observed, as the increased peak height and decreased
peak width of the 002 peak indicates a decrease in the
disordered (amorphous) fraction [34]. The sample
heated to 140°C (Figure 1a) contained cellulose IIII with
high crystallinity, characterized by a narrow 002 peak
with high intensity, whereas the sample treated at -33°C
(Figure 1f) contained cellulose IIII that was more

amorphous and so had a much broader 002 peak with
lower intensity.
Figure 1(d) and 1(e) show the effect of hold time at a

final temperature of 25°C on the crystallinity of the cel-
lulose IIII product. Comparing (d) to (e), it would
appear that increasing the hold time to 90 min resulted
in a more crystalline cellulose IIII product.
Data on the degree of crystallinity, amorphous content

and crystallite size, for Avicel PH 101 treated with liquid
ammonia under different conditions is given in Table 1.
It can be noted that increasing the final temperature to
which the cellulose was heated during ammonia treat-
ment resulted in cellulose IIII samples with higher crys-
tallinity index (CI). For example, liquid ammonia
treatment at a final temperature of 140°C for 1 h pro-
duced cellulose IIII sample (a) with a CI of 78%, which
was actually higher than the CI of the starting cellulose
I (74%). When the reactor was depressurized at -33°C,
allowing the ammonia to boil off before the cellulose
was exposed to ambient temperature, cellulose IIII sam-
ple (f) had a very low degree of crystallinity (43%) and
an amorphous fraction of almost twice that of the start-
ing cellulose I.
Based on the results of preparing cellulose IIII samples

from Avicel, two liquid ammonia treatment conditions
were selected for the treatment of three other celluloses
to produce cellulose IIII samples. These samples were
used to study the effect of crystalline structure on enzy-
matic digestibility. The conditions selected were treat-
ment at a final temperature of 130°C for 1 h and at 25°
C for 5 min. In the literature [27], production of highly
crystalline cellulose IIII was obtained by supercritical
ammonia treatment at 140°C; however, in our hands, a
darkly colored product was obtained at this temperature
that had a lower glucan content, indicating that degra-
dation of the cellulose had occurred. In order to mini-
mize cellulose degradation during liquid ammonia
treatment at higher temperatures, a final temperature of
130°C was selected as this yielded a cellulose IIII sample
with off-white color, little apparent glucan degradation
(Table 2), and crystallinity comparable to that of the
starting cellulose I. X-ray diffraction (XRD) of the cellu-
lose IIII samples made from different celluloses are
shown in Figure 2C.
The other liquid ammonia treatment condition

selected was 25°C for 5 min, as this was relatively easily
obtained and gave cellulose IIII with a low crystallinity.
Ammonia treatment at two different conditions resulted
in formation of cellulose IIII samples with contrasting
crystallinities and crystallite sizes. As can be seen in
Table 3, for all four cellulose samples ammonia treat-
ment at a final temperature of 25°C for 5 min resulted
in an increase in the amorphous fraction; however, there
was no significant reduction in the crystallite size of
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Figure 1 X-ray diffractograms showing the effect of
temperature and hold time during liquid ammonia treatment
on conversion of cellulose I to cellulose IIII. (a) 140°C, (b) 130°C,
(c) 105°C, (d) 25°C for 90 min, (e) 25°C for 5 min, and (f) -33°C for 15
min, (g) the Avicel PH 101 control cellulose I, (h) is amorphous
cellulose.
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these cellulose samples. Interestingly, liquid ammonia
treatment at a final temperature at 130°C for 60 min
resulted in the formation of cellulose IIII with a higher
CI and much larger crystallite sizes than even the start-
ing cellulose I for all cellulose samples.

Aqueous NaOH treatments
Alkaline treatments were performed on cellulose I sam-
ples using 16.5 weight percent NaOH for 2 h at 25°C to
convert them into the cellulose II allomorph. The
change from cellulose I to cellulose II is denoted by the
appearance of a doublet in the XRD for the 10Ī and 002
peaks (at 2θ values of about 20 and 22) as shown in Fig-
ure 2B. Generally, the aqueous NaOH treatment of all
four cellulose samples caused a substantial reduction in
both cellulose crystallinity and crystallite size. Treatment
of the two most crystalline cellulose samples, Avicel and
cotton linters, with NaOH resulted in two-fold increases
in the amorphous fraction. This finding is consistent
with results reported in the literature [29,30].

XRD analyses
Figure 2 shows the XRD of the three allomorphs for the
four different cellulose samples; (a) cotton linters, (b)
Avicel PH 101, (c) a-cellulose, (d) corn stover. The
XRD of the three allomorphs are essentially the same as
XRD reported in the literature [25,29,32,34]. Data on
the degree of crystallinity, amorphous content and

crystallite size (as measured by XRD) for all untreated
and treated samples are reported in Table 3.

13C cross polarization and magic angle spinning solid-
state NMR analyses
The 13C cross polarization and magic angle spinning
solid-state (CPMAS) NMR spectra of cellulose I and II
from Avicel PH 101, a-Cellulose, IFC cotton linters and
corn stover cellulose are shown in Figure 3A and 3B,
respectively. All peaks were assigned by comparison with
literature spectra [35] and CI values were calculated for
each cellulose allomorph (Table 4). Each spectrum of the
cellulose I samples had distinct C4 crystalline and amor-
phous peaks. Avicel PH101, a-cellulose and corn stover
celluloses have similar spectra; however, the peaks in the
spectrum from cotton linter cellulose were sharper and
narrower. This is due to the high crystallinity and high
DP of the cellulose in cotton linters. In the NMR spectra
of the aqueous NaOH treated celluloses (Figure 3B), the
shape of each peak was changed, especially for the signals
assigned to the C4 carbon; the crystalline and amorphous
peaks in the C4 region (80 ppm to 90 ppm) were shifted.
Due to decreased separation between the peaks, the
method for calculating the CI of cellulose II samples by
spectral subtraction is probably less accurate. However,
the NMR spectra also indicate that the CI values for the
cellulose II samples were lower than for the original cel-
lulose I samples.

Table 1 Crystalline (cellulose I or cellulose IIII) and amorphous cellulose contents (measured by XRD) of samples
prepared from Avicel PH 101 after ammonia treatment at different final temperatures

Sample number - Figure 2 NH3 treatment conditions Amorphous content (%) Cellulose allomorphs (CI, %) Crystallite size (Å)

I IIII

(g) Controla 26 74 (1.2) - 46 (1.1)

(f) -33°C 57 - 43 20

(e) 25°Cb 46 - 54 38

(d) 25°C 36 - 64 42

(c) 105°C 35 - 65 49

(b) 130°C 26 - 74 55

(a) 140°C 22 - 78 57
aValues for control (Avicel PH-101) were measured three times and the numbers in parentheses indicate the standard deviation; bNH3 treatment at 25°C for 5
min. CI: crystallinity index; XRD: X-ray diffraction.

Table 2 Glucan content of cellulose samples obtained after NaOH treatment at 25°C and liquid ammonia treatment at
final temperatures of 25°C and 130°C

Glucan content (%) Untreated (control) NH3 treated NaOH treated

25°C 130°C

Avicel 95 ± 1.0 96.5 ± 2.0 94 ± 1.2 97 ± 1.1

a-Cellulosea 92 ± 0.5 93 ± 0.7 92 ± 0.9 95 ± 0.4

Cotton linters 99 ± 0.7 98 ± 0.6 99 ± 0.5 100 ± 0.6

Corn stoverb 83 ± 1.1 83 ± 0.8 83 ± 1.3 84 ± 1.2
aXylan 2.3%, Klason lignin 0.9%; bXylan 5.3%, Klason lignin 3.1%.
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The NMR spectra of cellulose IIII obtained after liquid
ammonia treatment at 25°C and 130°C are shown in
Figure 4A and 4B, respectively. All peaks were assigned
by comparison with literature spectra [36] and CI values
were calculated (Table 4). The spectra of cellulose IIII
prepared at 25°C (Figure 4A) from a-cellulose and corn
stover cellulose appear similar. The cotton linters spec-
trum has sharper peaks in all regions compared to the
spectra of the other celluloses, probably because cotton
linters cellulose has a higher molecular weight and a
more crystalline structure (Table 5). The spectra of cel-
lulose IIII prepared at 130°C show higher C4 crystalline
peaks and much lower C4 amorphous peaks (Figure 4B),
indicating that the CI of each cellulose IIII sample
increased at 130°C (Tables 3 and 4). The NMR results
confirm that the CI of the cellulose IIII varied with the
treatment conditions. Comparing the CI values obtained
by XRD to those obtained from the NMR spectra (Table
4), it appears that the NMR gives higher CI values for
cellulose I and II samples, but very similar CI values for
the cellulose IIII samples.

Cellulose DP analyses
Some studies have shown that cellulose digestibility
increases as DP decreases [37], whereas Sinitsyn and
colleagues [38] reported no correlation between DP and
digestibility. In this work, the liquid ammonia treat-
ments caused only small changes in cellulose DP (Figure
5). NaOH treatment resulted in solubilization of the
lowest molecular weight fraction (< 40 DP). This had a
greater effect on the lowest DP cellulose, Avicel, result-
ing in removal of about 20% of the cellulose, compared
with almost no effect on the highest DP cellulose, cot-
ton linters, which had almost no material in this low
molecular weight range. It is unlikely that these small
changes in cellulose DP were the cause of the large dif-
ferences in digestion rates for the cellulose samples trea-
ted with NaOH or anhydrous ammonia.

Enzymatic digestions
All treated and untreated cellulose samples were enzy-
matically digested in shake flasks in duplicate (Figure 6).
The variability in the digestions was about 3%, calcu-
lated from triplicate digestions performed on Avicel.
From Figure 6, it can be seen that the maximum cellu-
lose hydrolysis rates were obtained for the NaOH trea-
ted cellulose samples. Generally, the NaOH and
ammonia treated celluloses had higher enzymatic diges-
tion rates than the starting cellulose I samples. The
initial hydrolysis rates (digestion period from 4 to 24 h)
for the treated celluloses were about two times faster
compared to the starting cellulose I for all three of the
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Figure 2 X-ray diffractograms. (A) untreated cellulose I, (B)
cellulose I treated with NaOH to make cellulose II, (C) cellulose I
treated with ammonia at 130°C to make cellulose IIII, from different
cellulose samples. (a) cotton linters, (b) Avicel PH 101, (c) a-cellulose,
(d) cellulose isolated from corn stover, (e) amorphous cellulose.
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Table 3 Crystalline and amorphous cellulose contents (measured by XRD) of samples obtained using various ammonia
treatment conditions and aqueous NaOH treatment

Cellulose samples Treatment
conditions

Amorphous content (%) Cellulose allomorphs (CI,
%)

Crystallite size (Å) Cellulose conversion
(%)

I II IIII 16 h 24 h

Avicel Control 26 74 - - 46 39 46

NaOH 25°C 47 - 53 - 37 66 76

NH3 25°C 46 - - 54 38 49 59

130°C 26 - - 74 55 36 49

a-cellulose Control 42 58 - - 40 41 48

NaOH 25°C 51 - 49 - 33 65 77

NH3 25°C 45 - - 55 45 51 62

130°C 36 - - 64 55 43 56

Cotton linters Control 27 73 - - 55 36 41

NaOH 25°C 56 - 44 - 40 67 78

NH3 25°C 48 - - 52 57 43 52

130°C 24 - - 76 68 42 53

Corn stover Control 50 50 - - 30 78 86

NaOH 25°C 56 - 44 - 34 79 87

NH3 25°C 49 - - 51 54 76 85

130°C 32 - - 68 56 55 67

CI: crystallinity index; XRD: X-ray diffraction.
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Figure 3 13C CPMAS solid-state NMR spectra. (A) Original cellulose I and (B) cellulose II for various cellulose samples. (a) Avicel, (b) a-
cellulose, (c) cotton linters, and (d) corn stover, (e) amorphous cellulose. CPMAS: cross polarization and magic angle spinning solid-state; NMR:
nuclear magnetic resonance.
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commercial celluloses. The initial hydrolysis rates and
maximum cellulose conversions to total glucose plus
cellobiose for the three cellulose treatments were
found to be greatest with NaOH, followed by ammonia
at 25°C, then ammonia at 130°C cellulose, with the
lowest rates for the initial cellulose I. This was true for
all but the corn stover cellulose. This cellulose was dis-
tinguished from the other celluloses by its low CI and
the consequently very high digestibility of the original
cellulose I, which was almost as digestible as the
NaOH and low temperature ammonia treated samples.
For the corn stover cellulose, the high temperature
ammonia treated sample was the most crystalline and
the least digestible.

Discussion
Effect of ammonia treatment on cellulose crystalline
structure
It has been reported in the literature that temperature
and duration of treatment with liquid ammonia are
critical in determining the crystal lattice and degree of
crystallinity [25,27,39]. In this study, after ammonia
treatment complete conversion of cellulose I to cellu-
lose IIII was observed with no remnant of cellulose I

Table 4 Comparison of crystallinity index measured by
XRD and NMR for cellulose samples obtained using
aqueous NaOH and liquid ammonia treatments

Cellulose samples Treatment conditions Crystallinity index (%)

XRD NMR

Avicel Control 74 84

NaOH 25°C 53 74

NH3 25°C 54 54

130°C 74 67

a-cellulose Control 58 66

NaOH 25°C 49 66

NH3 25°C 55 53

130°C 64 63

Cotton linters Control 73 82

NaOH 25°C 44 66

NH3 25°C 52 62

130°C 76 75

Corn stover Control 50 65

NaOH 25°C 44 60

NH3 25°C 51 50

130°C 68 69

NMR: nuclear magnetic resonance; XRD: X-ray diffraction.

(A) Cellulose IIII at 25°C (B) Cellulose IIII at 130°C
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C2, 3, 5
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Figure 4 13C CPMAS solid-state NMR spectra of cellulose IIII prepared by treatment with liquid ammonia. (A) At 25°C and (B) 130°C from
various cellulose I samples. (a) Avicel, (b) a-cellulose, (c) cotton linters, and (d) corn stover, (e) amorphous cellulose. CPMAS: cross polarization
and magic angle spinning solid-state; NMR: nuclear magnetic resonance.
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in the treated cellulose samples. However, the CI of
the cellulose IIII varied with the treatment conditions.
According to the mechanism of liquid ammonia treat-
ment by Schuerch [24], the anhydrous ammonia pene-
trates both the amorphous and crystalline regions in
cellulose by breaking hydrogen bonds, resulting in the
formation of an ammonia-cellulose complex. Various
researchers [21,40] have reported that the formation of
the ammonia-cellulose complex results in a larger unit
cell than native cellulose. As ammonia is allowed to
evaporate, new hydrogen bonds are formed which
results in a completely new pattern of hydrogen bond
cross-linking [24]. This generates the unit cell of cellu-
lose IIII [40].
Lewin and Roldan [25] produced a phase diagram for

the treatment of cellulose with ammonia that involved
cellulose I, the ammonia-cellulose complex, disordered
cellulose and cellulose IIII . The transition from cellu-
lose I to the ammonia-cellulose complex was obtained
by application of liquid ammonia. The transition from
the ammonia-cellulose complex to disordered cellulose
or cellulose IIII was possible depending on whether the

treatment and ammonia removal were performed in the
absence or presence of heat, and cellulose I could be
reformed by the application of heat and water. The crys-
tallinity of the cellulose IIII has been reported to depend
on the temperature of treatment and removal of ammo-
nia. Yatsu and coworkers [27] reportedly obtained highly
crystalline cellulose IIII by supercritical ammonia treat-
ment of cotton at 140°C, whereas Saafan and coworkers
[39] reported that a highly disordered material was
obtained by treating cotton with liquid ammonia at -33°
C for 1 min. In our experiments with Avicel cellulose,
we examined conditions that achieved transformations
of the ammonia-cellulose complex over a wide range of
ratios of disordered cellulose to cellulose IIII. It is clear
that treatment time, temperature, and the samples’
moisture contents can be manipulated to obtain ammo-
nia treated samples with almost all levels of amorphous
content, from highly disordered to highly ordered cellu-
lose IIII samples; even to the extent where the crystalli-
nity of the product is greater than that of the starting
cellulose. A few preliminary experiments have also been
conducted that converted completely amorphous cellu-
lose into cellulose exhibiting a significant degree of
order.

Effect of crystalline structure on enzymatic digestibility
The interactions between properties such as crystalline
structure, degree of polymerization, accessible surface
area and particle size are complex. Their effects on cel-
lulose digestibility are also difficult to assess. During
pretreatment, a change in one property is often accom-
panied by changes in other properties [8,20,41,42]. This
work has tried to distinguish the effect of changes in
cellulose crystalline structure from changes in the other
properties that occur during treatment of biomass with
aqueous NaOH or anhydrous liquid ammonia. These
treatments produced samples whose XRD indicated
there had been changes in their crystalline structures
that have been assigned by other researchers to cellulose
allomorphs II [29] and IIII [18]. However, it is evident
from the amorphous content data (Table 3) that these
treatments also caused significant changes in crystalli-
nity and as much as a two-fold increase in the amor-
phous content of the celluloses, thus making it difficult
to assess the effect of changing the allomorph from
changes in crystallinity on the digestibility of the
samples.
The relative digestibilities of cellulose allomorphs have

been investigated in previous studies on the two desig-
nated crystalline forms of cellulose I [10], cellulose Ia
[28] and Ib [20]. Weimer and coworkers [20] compared
the digestibility of amorphous cellulose and all four
crystalline allomorphs (I, II, III, and IV) of cellulose pre-
pared from cotton fiber (predominantly cellulose Ib)
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Figure 5 Molecular weight distributions of Avicel PH 101 and
treated Avicel samples.

Table 5 The degree of polymerization and crystallinity of
the initial cellulose samples used in this study

Cellulose samples DPn DPw CIa

Avicel PH 101 90 480 74

a-Cellulose 160 2000 57

Cotton linters 600 6600 73

Corn stover 170 3100 50
aCI was measured by applying the amorphous subtraction method to the XRD
of the celluloses. CI: crystallinity index; DP: degree of polymerization; XRD: X-
ray diffraction.
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digested by ruminal cellulolytic bacteria. In their work,
Weimer and coworkers reported that the initial hydroly-
sis rates for different allomorphs digested with R. flave-
faciens to be in the following order: amorphous > IIII >
IVI > IIIII > I > II. They attributed the highest digestibil-
ity rates (approximately 10-fold compared to the starting
cellulose I) obtained for amorphous cellulose to its four-
fold higher gross specific surface area compared to the
starting cellulose I. Additionally, the enhanced digestibil-
ity rate of IIII was attributed to its reduced crystallinity
and the difference in the lattice structures of cellulose I
and IIII. In recent work, Igarashi and coworkers [28]
reported on the enzymatic digestibility of different crys-
talline allomorphs of Cladophora cellulose (algal cellu-
lose - predominantly cellulose Ia) by T. reesei Cel7A to
be in the following order: cellulose IIII > cellulose Ia >
cellulose Ib. They also stated that the enhanced digest-
ibility rate of IIII was due to its reduced cellulose crys-
tallinity and the difference in crystal structure of
cellulose I and IIII, which is believed to have a lower
packing density and greater distances between

hydrophobic surfaces than cellulose I. In this work we
have tried to assess the relative importance of changing
crystallinity to changing allomorph type in determining
the digestibility of cellulose samples.
In Figure 6, the very different digestibilities of the

starting cellulose I samples compared to the treated cel-
luloses can be seen. The levels of conversion of
untreated Avicel, cotton linters and, to a lesser extent,
a-cellulose were much lower than the treated samples.
This was not the case for the corn stover cellulose I
sample. As can be seen in Table 3, Avicel and cotton
linters, among the starting cellulose samples, had the
lowest amorphous contents (26% and 27%, respectively);
whereas, a-cellulose and corn stover cellulose had high
amorphous contents (42% and 50%, respectively).
Although the higher amorphous contents of the a-cellu-
lose and corn stover cellulose may have been at least
partially due to their lower cellulose contents due to the
presence of xylan and lignin in the samples (Table 2),
these data nevertheless indicate the importance of crys-
tallinity in determining cellulose digestibility.
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Figure 6 Enzymatic hydrolysis of different cellulose samples. (a) Avicel PH 101, (b) a-cellulose, (c) cotton linters, (d) corn stover cellulose.
(The error bars indicate the reproducibility (± 1 standard deviation) of digestions conducted in triplicate on the Avicel cellulose samples).
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It is apparent that the NaOH treated celluloses were
all very digestible; although NaOH treatment produced
the cellulose II allomorph it also resulted in a much
higher level of amorphous cellulose than the other cellu-
loses tested (Table 3). The enhanced enzymatic digest-
ibility of NaOH treated celluloses over that of the
untreated celluloses and ammonia treated cellulose sam-
ples is likely due to the significant increase in the disor-
dered or amorphous fraction in the NaOH treated
cellulose samples. It is also important to note from
Table 3 that there was a significant reduction in crystal-
lite size for the NaOH treated cellulose samples.
The samples obtained by treatment with ammonia at

a final temperature of 25°C were also relatively digesti-
ble, although not quite as digestible as the NaOH trea-
ted celluloses, and their amorphous contents were
mostly lower than the NaOH treated celluloses (Table
3). The low temperature ammonia treatment resulted
in samples containing the cellulose IIII allomorph, but
also a higher level of amorphous cellulose compared to
the starting celluloses. The digestibility of the low tem-
perature ammonia treated celluloses was less than the
NaOH treated celluloses and higher than the starting
celluloses.
The samples obtained by treatment with ammonia

with a final temperature of 130°C were less digestible
than the samples treated at 25°C (except for the cotton
linter samples) and had lower levels of amorphous cellu-
lose compared to the starting celluloses. In the case of
samples made from cotton linters, the digestibility of the
130°C treated cellulose was the same as the lower tem-
perature treatment despite their lower amorphous con-
tents (24% versus 48%). The corn stover cellulose
treated at 130°C was much less digestible than all of the
other samples obtained from corn stover, which all had
higher amorphous contents (approximately 50% versus
32%). In assessing the high temperature ammonia trea-
ted samples, it is clear that they are generally less diges-
tible than the low temperature ammonia treated and
NaOH treated samples. In three of these cases, the high
temperature ammonia treated samples were more diges-
tible than the starting celluloses.
In Figure 7, the effect of amorphous content on the

digestibility of the cellulose samples is presented. It
appears that the samples with higher amorphous con-
tent were more rapidly digested than the more crystal-
line samples, especially early in the digestions. NaOH
treated samples had the highest amorphous contents
and the highest cellulose conversions, whereas the
untreated samples with lower amorphous contents had
the lowest conversions. Both the corn stover cellulose
treated with ammonia at 25°C and the untreated corn
stover cellulose had high amorphous contents and
appeared as digestible as the NaOH treated samples,

adding further support for the idea that amorphous con-
tent has a strong influence on digestibility.
The samples treated with ammonia at 130°C behaved

somewhat differently to the other samples in that they
had low levels of conversion early in the digestions,
similar to the untreated celluloses that had similar high
crystallinities. At later times in the digestions, however,
they achieved much higher cellulose conversions than
the more crystalline untreated celluloses (Figure 7) This
appears to be evidence that the cellulose IIII allomorph
is more digestible than the cellulose I allomorph when
the CI of the celluloses are similar. The higher digest-
ibility of the cellulose IIII allomorph is in agreement
with earlier findings that this allomorph is more digesti-
ble than cellulose I.
To further elucidate the effects of crystalline structure

on cellulose digestibility, factor analysis was used on the
whole sample set to discover the underlying trends in
the data and to determine if amorphous content or allo-
morph type had the most influence on digestibility. The
factor analysis (Figure 8) indicated that digestibility was
strongly correlated with amorphous content, particularly
in the early stages of digestion. A strong correlation of
cellulose conversion with allomorph type was, however,
not observed, although the correlation between allo-
morph type and cellulose conversion improved slightly
as the digestion progressed.
This work has shown that, except for corn stover, all

treated samples were more digestible than the original
cellulose I samples. The results of this study indicate that
there is a strong correlation between amorphous content
and digestibility throughout the samples tested. Under
selective conditions, cellulose was converted into a more
disordered, accessible and reactive form that was amen-
able to enzymatic hydrolysis. Sinitsyn and coworkers [38]
have reported a linear relationship between the CI of cel-
lulose samples and the specific surface area accessible to
proteins. The enhanced enzymatic digestibility of the cel-
lulose samples may therefore be attributed to a greater
accessibility of the celluloses to cellulase proteins. Further
studies using purified single enzymes (such as Cel7A, and
others) and cellulose I, II and IIII allomorphs prepared
with comparable degrees of crystallinity will be required
to elucidate the true difference in digestibility caused by
the structural differences of these allomorphs.

Conclusions
Treatment of pure celluloses with alkali and ammonia
produced changes in their crystalline structures, which
impacted their digestibilities when tested with a com-
mercial enzyme complex (GC 220). Both XRD and
NMR spectra show that while different allomorphs were
successfully prepared, the treatments resulted in the for-
mation of materials with differing levels of crystallinity.
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Treatment with NaOH converted cellulose I to cellulose
II, but also produced much less crystalline cellulose.
Treatment with liquid ammonia produced the cellulose
IIII allomorph; however, crystallinity depended on treat-
ment conditions. Treatment at a final temperature of
25°C resulted in a less crystalline product, whereas treat-
ment at 130°C or 140°C gave a more crystalline product.
Treatment with NaOH produced the most digestible
cellulose, followed by treatment with liquid ammonia at
low temperature. The starting cellulose I samples were
the least digestible (except for corn stover cellulose,
which had a high amorphous content). The cellulose IIII
samples produced at higher temperatures had compar-
able crystallinities to the initial cellulose I samples, but
achieved higher levels of cellulose conversion, particu-
larly at longer digestion times. This is in agreement with
earlier findings that the cellulose IIII allomorph is more
digestible than cellulose I. Factor analysis indicated that
initial rates of digestion (up to 24 h) were most strongly
correlated with amorphous content. Correlation of

allomorph type with digestibility was weak but was
strongest with cellulose conversion at later times.
Earlier studies have focused on determining which cellu-

lose allomorph is the most digestible. In this study we have
found that the chemical treatments to produce different
allomorphs can also change the crystallinity of the cellu-
lose, which has a significant effect on the digestibility of the
substrate. When determining the relative digestibilities of
different cellulose allomorphs it is essential to also consider
the relative crystallinities of the celluloses being tested.

Methods
Materials
In this study, aqueous NaOH and liquid ammonia treat-
ments were conducted on four celluloses: Avicel PH-101
(Sigma-Aldrich, St. Louis, MO, cat. no. 11365), a-cellu-
lose (Sigma-Aldrich, cat. no. C8002), cotton linters
(International Fiber Corporation, North Tonawanda,
NY; cat. no. C10CL) and cellulose extracted from corn
stover (obtained by the method described in the section
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on the preparation of cellulose from corn stover). These
cellulose samples were selected because of their differ-
ent structural properties such as DP and CI. The DP
and CI of the celluloses used in this study are given in
Table 5. The lower CI of the a-cellulose and corn
stover cellulose is at least partially due to the lower
cellulose contents of these samples, because of their
contamination with xylan and lignin (Table 2). Liquid
ammonia was purchased from General Air, Denver,
CO. The amorphous cellulose used in this work for CI
measurement using XRD was prepared from Wiley
milled filter paper (Whatman No. 1) using a slight
modification of the procedure developed by Schroeder

and coworkers [43] described elsewhere [44]. Briefly,
cellulose was heated (125°C) with paraformaldehyde in
dimethyl sulfoxide (DMSO) so that the hydroxyl
groups in cellulose reacted with formaldehyde and
became methylolated, causing the cellulose to dissolve
in DMSO. The methylol groups were removed and the
cellulose regenerated by slowly adding the DMSO
solution to a 0.2 M solution of sodium methoxide in
methanol and 2-propanol (1:1 by volume). The amor-
phous cellulose precipitated and was then thoroughly
washed, first with an alkoxide solution in methanol,
followed by 0.1 M hydrogen chloride, and then deio-
nized water.
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Preparation of cellulose from corn stover
Cellulose was extracted from corn stover harvested in
Kearney, NE. The feedstock was made from corn stover
internodes that were cut into approximately 2 cm long
pieces and then cut in half length-ways. The corn stover
cellulose was prepared by organosolv pretreatment using
conditions similar to those previously described [45].
The corn stover internodes were pretreated at 130°C,
for 56 min, using 0.57 weight percent sulfuric acid. The
pretreatment resulted in hydrolysis of a majority of the
xylan and solubilization of a majority of the lignin. The
yield of solid after pretreatment was 53 weight percent.
After pretreatment, the solid residue was washed
exhaustively with water and then pressed to approxi-
mately 25% solids.
Further delignification was achieved by treatment of

the solid residue with acid chlorite according to the
method of Saarnio et al. [46]. Sodium chlorite (0.67 g
per gram of biomass) was mixed with the pretreated
biomass in a large zip-top plastic bag at a 10% consis-
tency in water. After thorough wetting of the biomass,
acetic acid was added at a concentration of 1 mL glacial
acetic acid/per gram of biomass. The bag containing the
bleaching mixture was sealed and placed in a 60°C
water bath for 2 h with regular mixing. After the chlor-
ine dioxide gas was generated it was periodically vented
from the bag.
After acid chlorite delignification, the mixture was fil-

tered on a Buchner funnel and washed with deionized
water until all traces of the bleaching mixture had been
removed. Water was pressed from the filter cake to an
approximately 25% solids content.

Liquid ammonia treatment
The conventional method of preparing cellulose III
from cellulose I was used based upon the methods
described by Barry et al. [21] and Isogai et al. [47].
About 3 g to 5 g of cellulose (oven dry equivalent
weight) was placed in a stainless steel reaction vessel
(Model 4714, Parr Instrument Co., Moline, IL). The
reaction vessel was clamped shut, weighed, and then
chilled in a dry ice/acetone bath (-75°C) to facilitate
transfer of liquid ammonia into the reactor at atmo-
spheric pressure. Anhydrous liquid ammonia was
added slowly to the reaction vessel in the ratio of 2 g
to 3 g per gram of cellulose using a stainless steel
transfer tube from a liquid ammonia cylinder equipped
with an eductor tube. After adding ammonia, the ves-
sel was immediately weighed and then cooled in the
dry ice/acetone bath for 15 min. For a -33°C treatment,
the vessel was opened after 90 min treatment at -75°C
and allowed to vent into a hood overnight until all the
ammonia had evaporated. For a final treatment tem-
perature of 25°C, the cellulose was initially treated at
-75°C for 15 min, and then the vessel was immersed in
a water bath maintained at 25°C for a reaction period
of either 5 min or 90 min. After completion of the
desired reaction period and prior to its removal from
the water bath, the treatment was terminated by
immediately depressurizing the vessel in a ventilated
hood. The ammonia treated cellulose was removed
from the vessel and left in the hood overnight until all
ammonia had evaporated. A temperature profile for
the liquid ammonia treatment conducted at 25°C is
shown in Figure 9. For treatment at elevated
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temperatures, in other words 75°C to 140°C, the cellu-
lose was initially treated at -75°C for 15 min then the
vessel was maintained at 25°C for 30 min prior to sub-
jecting the vessel to a final heat treatment of 1 h in a
preheated fluidized sand bath (Techne Inc., Burlington,
NJ) maintained at the desired reaction temperature
(75°C, 105°C, 130°C or 140°C). After concluding the
final heat treatment and prior to its removal from the
sand bath, the reaction vessel was depressurized by
allowing the ammonia to leak out in a ventilated hood.
After releasing the ammonia the vessel was cooled in a
water bath maintained at 25°C. The ammonia treated
cellulose was removed from the vessel and left in the
hood overnight until all the ammonia had evaporated.

Aqueous NaOH treatment
The aqueous NaOH treatment of cellulose samples was
carried out according to the method described by Fengel
et al. [29]. Powdered cellulose samples were soaked and
stirred in 16.5 weight percent NaOH solution (2.142 g
cellulose plus 250 mL NaOH) at 25°C for 2 h with air
displaced by nitrogen. The NaOH solution was filtered
from the sample and then the filter cake was extensively
washed with distilled water until the wash was neutral.
The washed solid was then freeze-dried. The aqueous
NaOH treatment of all four cellulose samples was con-
ducted with 16.5 weight percent aqueous NaOH because
treatment at this concentration has been reported to
cause complete conversion of cellulose I to II [29].

Degree of polymerization measurements
The distribution of molecular weight (or DP) of cellu-
lose samples was characterized by size exclusion chro-
matography (SEC). The procedure was modified from
prior published methods [48-50]. To measure the mole-
cular weight distribution of cellulose, it was necessary to
dissolve the cellulose in the SEC eluent, tetrahydrofuran
(THF), which was achieved by forming the tricarbanilate
derivative of the celluloses.
Cellulose carbanilation was achieved by the following

procedure. Cellulose samples (10 mg) that had been
dried overnight at 40°C in a vacuum oven were placed
in 5 mL Reactivials (Pierce, Rockford, IL), and dry pyri-
dine (2 mL) plus phenyl isocyanate (0.4 mL) were
added. Phenyl isocyanate was present in a 20-fold molar
excess relative to the available hydroxyl groups in the
celluloses. The reaction vials were heated to 70°C and
stirred vigorously in a Pierce Reacti-Therm Heating/Stir-
ring Module for 24 h. Reactions were quenched by add-
ing 0.4 mL of methanol to the mixture to react with the
excess phenyl isocyanate. The derivatives were precipi-
tated in 26 mL of methanol and water (7:3, v/v) and
then washed two times in the methanol and water mix-
ture. The cellulose carbanilates were then dissolved in

THF (20 mL). The solutions were filtered through 0.45
μm porosity Nylaflo (PALL, Port Washington, NY) fil-
ters prior to analysis. SEC was performed at room tem-
perature using five columns (PLgel 10 μm 103, 104, 105,
and 106 Å, plus a larger 107 Å Shodex column) to cover
the broad molecular weight range of the carbanilated
celluloses. Polystyrene standards were used to calibrate
retention time for molecular weight. HPLC grade THF
was used as eluent at a flow rate of 1.0 mL/min. Chro-
matograms were obtained by monitoring the signal from
a diode-array detector at a wavelength of 235 nm with a
bandwidth of 10 nm. To calculate cellulose DP, molecu-
lar weights were divided by 519, the molecular weight of
a repeating unit of carbanilated cellulose with the degree
of substitution of 3.0.

Enzymatic digestion
Enzymatic digestions were performed on the untreated,
aqueous NaOH and liquid ammonia treated cellulose
samples in duplicates. Enzymatic digestions were per-
formed in 125 ml Erlenmeyer shake flasks at 1% solids
loading at 40°C, and 130 rpm for 120 h according to
National Renewable Energy Laboratory (NREL) proce-
dure NREL/TP-510-42629 [51]. Genencor GC220 (Lot
4900759448; 121 FPU/mL, 202 mg protein/mL) cellulase
enzyme preparation was added at the level of 20 mg
protein per gram of cellulose (corresponding to about
12 filter paper units/g of cellulose). No additional ß-glu-
cosidase or Multifect Xylanase was added. The total
volume of the saccharification slurries after adding the
enzyme and 50 mM citrate buffer (pH 4.8) was 50 mL.
To determine the progress of cellulose conversion, a 2
mL aliquot of the well mixed slurries was taken at pre-
determined time points starting with 4 h, 16 h, and 24
h. Thereafter samples were removed every 24 h until
120 h. The samples taken were immediately filtered
through PALL Acrodisc Nylon (PALL) 0.2 μm syringe
filters and then refrigerated until subjected to glucose
analysis. The glucose and cellobiose yields were mea-
sured by HPLC (Agilent 1100 series) using a Shodex
sugar SP0810 column maintained at 85°C according to
the NREL procedure NREL/TP-510-42623 [52]. The
mobile phase was 0.2 μm filtered nanopure water at a
flow rate of 0.6 mL/min. The sample injection volume
was 10 μL and the run time 23 min. Cellulose conver-
sion was calculated by adding the total glucose and cel-
lobiose yields (both glucose and cellobiose were
converted to glucan equivalent) for each hydrolysis time
point.

X-ray diffraction
XRD was performed with a Scintag PTS four-circle
goniometer (Scintag Inc., Cupertino, CA) using CuKa
radiation (0.15406 nm) generated at 45 kV and 36 mA.
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The source slits were 2.0 mm and 4.0 mm at a 290 mm
goniometer radius and the detector slits were 1.0 mm
and 0.5 mm at the same radius. Dried cellulose samples
were mounted onto a quartz substrate using a few drops
of diluted glue. This diluted glue is amorphous when
dry and adds almost no background signal. Scans were
obtained from 8 to 42 degrees two-theta in 0.05 degree
steps. The CI of cellulose was calculated from the XRD
spectra according to the amorphous subtraction method
described elsewhere [44]. Briefly, a diffractogram of
amorphous cellulose was subtracted from the diffracto-
grams of the test samples so as to remove the influence
of the amorphous component in the diffractograms.
Then the ratio of the integrated areas of the subtracted
diffractogram to the original diffractogram was calcu-
lated to give the CI of the sample. Scherrer’s equation
[31,32] was used for estimating crystallite size:

β =
kλ

τ cos θ

where l is the wavelength of the incident X-ray
(1.5418 Å), θ the Bragg angle corresponding to the (002)
plane, b the full-width at half maximum (FWHM) of the
X-ray peak corresponding to the (002) plane, τ is the X-
ray crystallite size, and k is a constant with a value of
0.89 [25,53].

13C CPMAS solid-state NMR analysis
The high-resolution 13C CPMAS NMR spectra were
recorded on a Bruker Avance 200 MHz spectrometer
(Bruker BioSpin Corporation, Billerica, MA) with a 7
mm probe, operating at 50.13 MHz for 13C, at room
temperature. The spinning speed was 7000 Hz, contact
pulse 2 ms, acquisition time 51.3 ms and delay between
pulses 4 s, with 20000 scans. The adamantane peak was
used as an external reference (δC 38.3 ppm). The sam-
ples were hydrated with deionized water (around 43%)
before recording the spectra. The 13C chemical shifts
were given in δ values (ppm) and each peak in the cellu-
lose I, II and IIII spectra were assigned according to lit-
erature values [35,36,54,55]. Cellulose I: C6-amorphous
(61.3 to 62.1 ppm), C6-crystalline (65.2 to 65.8 ppm),
C2, C3 and C5 (71.2 to 75.6 ppm), C4-amorphous (83.5
to 84.4 ppm), C4-crystalline (88.2 to 89.6 ppm), C1
(104.2 to 107.8 ppm). Cellulose II: C6 (61.4, 62.2, 62.7
ppm), C2, C3 and C5 (72.6, 72.9, 73.7, 74.4, 74.6, 75.9,
76.2, 76.5 ppm), C4 (84.2, 84.4, 86.1, 87.4, 88.3, 88.6
ppm), C1 (104.8, 106.9 ppm). Cellulose IIII: C6 (62.4
ppm), C5 (72.9 ppm), C2 (73.5 ppm), C3 (75.9 ppm), C4
(87.9 ppm), C1 (104.9 ppm). The CI was determined by
applying the amorphous subtraction method to the
NMR spectra [44].

Factor Analysis
Principal factor analysis was conducted on the cellu-
lose conversion data obtained after 16 h, 24 h, 48 h
and 72 h digestion, combined with the amorphous
content data and the categorical variables cellulose
type and allomorph type. The categorical variable cel-
lulose type was coded (-2 = avicel; -1 = a-cellulose; 1
= cotton linters; 2 = corn stover) as was the allomorph
variable (-1 = cellulose I; 0 = cellulose II; 1 = cellulose
III). The factor analysis was performed with Pearson
correlation and Varimax rotation using XLSTAT
(Addinsoft USA, New York, NY), an add-in program
to Microsoft Excel 2007 (Microsoft Corporation, Red-
mond, WA).

Acknowledgements
The authors wish to thank Stuart K Black for his help with the preparation of
cellulose from corn stover. This work was funded by the US Department of
Energy through the Office of the Biomass Program.

Author details
1Biosciences Center, National Renewable Energy Laboratory, 1617 Cole
Boulevard, Golden, CO 80401, USA. 2National Bioenergy Center, National
Renewable Energy Laboratory 1617 Cole Boulevard, Golden, CO 80401, USA.

Authors’ contributions
AM prepared all of the cellulose II and IIII samples used in this study,
obtained X-ray powder diffraction spectra on the various cellulose samples,
calculated CI values from all XRD spectra, measured the enzymatic
digestibilities of the samples, and drafted the manuscript. RK obtained the
solid state 13C NMR spectra of the samples, calculated the CI data from the
NMR spectra, and drafted sections of the manuscript related to the NMR
analyses. MEH helped conceive the study and revise the manuscript. DKJ
contributed to the original conception of the study, advised on the design
and progress of the experimentation, performed the DP and factor analyses,
and helped draft and revise the manuscript. All authors critically revised the
draft and approved the final manuscript.

Competing interests
The authors declare that they have no competing interests.

Received: 21 March 2011 Accepted: 19 October 2011
Published: 19 October 2011

References
1. Wang Y, Zhao YL, Deng YL: Effect of enzymatic treatment on cotton fiber

dissolution in NaOH/urea solution at cold temperature. Carbohyr Polym
2008, 72:178-184.

2. Holtzapple MT, Benjamin C: Cellulose. Encyclopedia of Food Sciences and
Nutrition Academic Press: Oxford; 2003, 998-1007.

3. Zhao H, Kwak JH, Conrad Zhang Z, Brown HM, Arey BW, Holladay JE:
Studying cellulose fiber structure by SEM, XRD, NMR and acid hydrolysis.
Carbohydr Polym 2007, 68:235-241.

4. Sjöström E: Wood Chemistry: Fundamentals and applications. 2 edition. San
Diego: Academic Press; 1993.

5. Ding SY, Himmel ME: The maize primary cell wall microfibril: a new
model derived from direct visualization. J Ag Food Chem 2006,
54:597-606.

6. Andersson S, Serimaa R, Paakkari T, Saranpää P, Pesonen E: Crystallinity of
wood and the size of cellulose crystallites in Norway spruce (Picea
abies). J Wood Sci 2003, 49:531-537.

7. Fan LT, Lee YH, Beardmore DH: Mechanism of the enzymatic hydrolysis of
cellulose: effect of major structural features of cellulose on enzymatic
hydrolysis. Biotechnol Bioeng 1980, 23:177-199.

Mittal et al. Biotechnology for Biofuels 2011, 4:41
http://www.biotechnologyforbiofuels.com/content/4/1/41

Page 15 of 16



8. Hall M, Bansal P, Lee JH, Realff MJ, Bommarius AS: Cellulose crystallinity - a
key predictor of the enzymatic hydrolysis rate. FEBS J 2010,
277:1571-1582.

9. Lee SB, Kim IH, Ryu DDY, Taguchi H: Structural properties of cellulose and
cellulase reaction mechanism. Biotechnol Bioeng 1983, 25:33-51.

10. Atalla RH, Vanderhart DL: Native cellulose: a composite of two distinct
crystalline forms. Science 1984, 223:283-285.

11. Hayashi J, Sufoka A, Ohkita J, Watanabe S: Confirmation of existence of
cellulose III(I), III(II), IV(I), and IV(II) by X-ray method. J Polym Sci Pol Lett
1975, 13:23-27.

12. Gardiner ES, Sarko A: Packing analysis of carbohydrates and
polysaccharides. 16. The crystal-structures of cellulose IVI and cellulose
IVII. Can J Chem 1985, 63:173-180.

13. O’Sullivan A: Cellulose: the structure slowly unravels. Cellulose 1997,
4:173-207.

14. Pérez S, Mazeau K: Conformations, structures, and morphologies of
celluloses. In Polysaccharides: Structural diversity and functional versatility.. 2
edition. Edited by: Dumitriu S. New York: Marcel Dekker; 2005:.

15. Zugenmaier P: Cellulose. Crystalline cellulose and cellulose derivatives:
Characterization and structures Berlin, Heidelberg: Springer-Verlag; 2008,
101-174.

16. Yoshida M, Liu Y, Uchida S, Kawarada K, Ukagami Y, Ichinose H, Kaneko S,
Fukuda K: Effects of cellulose crystallinity, hemicellulose, and lignin on
the enzymatic hydrolysis of Miscanthus sinensis to monosaccharides.
Biosci Biotechnol Biochem 2008, 72:805-810.

17. Langan P, Nishiyama Y, Chanzy H: X-ray Structure of mercerized cellulose
II at 1 Å resolution. Biomacromolecules 2001, 2:410-416.

18. Wada M, Chanzy H, Nishiyama Y, Langan P: Cellulose IIII crystal structure
and hydrogen bonding by synchrotron X-ray and neutron fiber
diffraction. Macromolecules 2004, 37:8548-8555.

19. Wada M, Heux L, Isogai A, Nishiyama Y, Chanzy H, Sugiyama J: Improved
structural data of cellulose IIII prepared in supercritical ammonia.
Macromolecules 2001, 34:1237-1243.

20. Weimer PJ, French AD, Calamari TA Jr: Differential fermentation of
cellulose allomorphs by ruminal cellulolytic bacteria. Appl Environ
Microbiol 1991, 57:3101-3106.

21. Barry AJ, Peterson FC, King AJ: X-ray studies of reactions of cellulose in
non-aqueous systems. I. Interaction of cellulose and liquid ammonia. J
Am Chem Soc 1936, 58:333-337.

22. Clark GL, Parker EA: An X-ray diffraction study of the action of liquid
ammonia on cellulose and its derivatives. J Phys Chem 1937, 41:777-786.

23. Hess K, Trogus C: Über Ammoniak-Cellulose (Vorläuf. Mitteil.). Ber Dtsch
Chem Ges 1935, 68:1986-1988.

24. Schuerch C: Plasticizing wood with liquid ammonia. J Ind Eng Chem 1963,
55:39.

25. Lewin M, Roldan LG: Effect of liquid anhydrous ammonia in structure
and morphology of cotton cellulose. J Polym Sci Pol Sym 1971, 36:213-229.

26. Davis WE, Barry AJ, Peterson FC, King AJ: X-ray studies of reactions of
cellulose in non-aqueous systems. II. Interaction of cellulose and primary
amines. J Am Chem Soc 1943, 65:1294-1299.

27. Yatsu LY, Calamari TA, Benerito RR: Conversion of cellulose-I to stable
cellulose-III. Text Res J 1986, 56:419-424.

28. Igarashi K, Wada M, Samejima M: Activation of crystalline cellulose to
cellulose IIII results in efficient hydrolysis by cellobiohydrolase. FEBS J
2007, 274:1785-1792.

29. Fengel D, Jakob H, Strobel C: Influence of the alkali concentration on the
formation of cellulose II. Study by X-ray diffraction and FTIR
spectroscopy. Holzforschung 1995, 49:505-511.

30. Fink HP, Fanter D, Philipp B: Wide angle X-ray-investigation on the
supermolecular structure at the cellulose-I cellulose-II phase-transition.
Acta Polymerica 1985, 36:1-8.

31. Cullity BD, Stock RD: Elements of X-ray diffraction. Third edition. Prentice Hall,
New Jersey: Prentice Hall; 2001, 182.

32. Garvey CJ, Parker IH, Simon GP: On the interpretation of X-ray diffraction
powder patterns in terms of the nanostructure of cellulose I fibres.
Macromol Chem Phys 2005, 206:1568-1575.

33. Gjönnes J, Norman N, Viervoll H: The state of order in cellulose as
revealed from X-ray diffractograms. Acta Chemica Scandinavica 1958,
12:489-494.

34. Rousselle MA, Nelson ML, Hassenboehler CB, Legendre DC: Liquid-
ammonia and caustic mercerization of cotton fibers - changes in fine-
structure and mechanical-properties. Text Res J 1976, 46:304-310.

35. VanderHart DL, Atalla RH: Studies of microstructure in native celluloses
using solid-state carbon-13 NMR. Macromolecules 1984, 17:1465-1472.

36. Kono H, Erata T, Takai M: Complete assignment of the CP/MAS 13C NMR
spectrum of cellulose IIII. Macromolecules 2003, 36:3589-3592.

37. Puri VP: Effect of crystallinity and degree of polymerization of cellulose
on enzymic saccharification. Biotechnol Bioeng 1984, 26:1219-1222.

38. Sinitsyn A, Gusakov A, Vlasenko E: Effect of structural and physico-
chemical features of cellulosic substrates on the efficiency of enzymatic
hydrolysis. Appl Biochem Biotechnol 1991, 30:43-59.

39. Saafan AA, Kandil SH, Habib AM: Liquid-ammonia and caustic
mercerization of cotton fibers using X-ray, infrared, and sorption
measurements. Text Res J 1984, 54:863-867.

40. Wada M, Nishiyama Y, Langan P: X-ray structure of ammonia-cellulose I:
new insights into the conversion of cellulose I to cellulose III.
Macromolecules 2006, 39:2947-2952.

41. Teeri TT: Crystalline cellulose degradation: new insight into the function
of cellobiohydrolases. Trends Biotechnol 1997, 15:160-167.

42. Zhu L, O’Dwyer JP, Chang VS, Granda CB, Holtzapple MT: Structural
features affecting biomass enzymatic digestibility. Bioresour Technol 2008,
99:3817-3828.

43. Schroeder LR, Gentile VM, Atalla RH: Nondegradative Preparation of
Amorphous Cellulose. J Wood Chem Technol 1986, 6:1-14.

44. Park S, Johnson D, Ishizawa C, Parilla P, Davis M: Measuring the
crystallinity index of cellulose by solid state 13C nuclear magnetic
resonance. Cellulose 2009, 16:641-647.

45. Black SK, Hames BR, Myers MD: Method of separating lignocellulosic
material into lignin, cellulose and dissolved sugars US Patent 5,730,837.
1998.

46. Saarnio J, Wathen K, Gustafsson C: The structure of acidic xylan isolated
from birch wood holocellulose. Acta Chem Scand 1954, 8:825-828.

47. Isogai A, Usuda M, Kato T, Uryu T, Atalla RH: Solid-State CP MAS C-13
NMR-Study of cellulose polymorphs. Macromolecules 1989, 22:3168-3172.

48. Evans R, Wearn RH, Wallis AFA: Molecular weight distribution of cellulose
as its tricarbanilate by high performance size exclusion chromatography.
J Appl Polym Sci 1989, 37:3291-3303.

49. L’Ecuyer N, Robert S, Lapierre L, Methot M, Bouchard J: Determination of
degree of polymerization distributions of Canadian Kraft and sulphite
pulps: Problems and solutions. J Pulp Paper Sci 2007, 33:55-59.

50. Mormann W, Michel U: Improved synthesis of cellulose carbamates
without by-products. Carbohydr Polym 2002, 50:201-208.

51. Selig M, Weiss N, Ji Y: Enzymatic saccharification of lignocellulosic
biomass. Laboratory Analytical Procedure Golden, CO: National Renewable
Energy Laboratory; 2008.

52. Sluiter A, Hames B, Ruiz R, Scarlata C, Sluiter J, Templeton D: Determination
of structural carbohydrates and lignin in biomass. Laboratory Analytical
Procedure Golden, CO: National Renewable Energy Laboratory; 2006.

53. Cao Y, Tan H: Study on crystal structures of enzyme-hydrolyzed cellulosic
materials by X-ray diffraction. Enzym Microbial Technol 2005, 36:314-317.

54. Atalla RH, Gast JC, Sindorf DW, Bartuska VJ, Maciel GE: 13C NMR Spectra of
cellulose polymorphs. J Am Chem Soc 1980, 102:3249.

55. Lennholm H, Larsson T, Iversen T: Determination of cellulose I[alpha] and
I[beta] in lignocellulosic materials. Carbohydr Res 1994, 261:119-131.

doi:10.1186/1754-6834-4-41
Cite this article as: Mittal et al.: Effects of alkaline or liquid-ammonia
treatment on crystalline cellulose: changes in crystalline structure and
effects on enzymatic digestibility. Biotechnology for Biofuels 2011 4:41.

Mittal et al. Biotechnology for Biofuels 2011, 4:41
http://www.biotechnologyforbiofuels.com/content/4/1/41

Page 16 of 16

http://www.ncbi.nlm.nih.gov/pubmed/20148968?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/20148968?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/18548537?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/18548537?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17801599?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17801599?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/18323635?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/18323635?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/11749200?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/11749200?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/16348578?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/16348578?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17319934?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17319934?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17319934?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/18551639?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/18551639?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17826088?dopt=Abstract
http://www.ncbi.nlm.nih.gov/pubmed/17826088?dopt=Abstract

	Abstract
	Background
	Results
	Conclusions

	Background
	Results
	Liquid ammonia treatments
	Aqueous NaOH treatments
	XRD analyses
	13C cross polarization and magic angle spinning solid-state NMR analyses
	Cellulose DP analyses
	Enzymatic digestions

	Discussion
	Effect of ammonia treatment on cellulose crystalline structure
	Effect of crystalline structure on enzymatic digestibility

	Conclusions
	Methods
	Materials
	Preparation of cellulose from corn stover
	Liquid ammonia treatment
	Aqueous NaOH treatment
	Degree of polymerization measurements
	Enzymatic digestion
	X-ray diffraction
	13C CPMAS solid-state NMR analysis
	Factor Analysis

	Acknowledgements
	Author details
	Authors' contributions
	Competing interests
	References

